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Vo
ra

ns
ic

ht
 d

es
 R

eg
el

w
er

ke
s



DVS 1620 July 2018

Content:

1. Purpose .................................................................................................................................3

2. Inspection and testing of welded joints .............................................................................3
2.1. Contractual arrangements ......................................................................................................3
2.2. Qualification of personnel for the inspection and testing of welded joints ..............................4
2.3. Non-destructive testing of welded joints .................................................................................4
2.3.1. Personnel ...............................................................................................................................4
2.3.2. Test instruction .......................................................................................................................4
2.4. Holding points, reporting points  .............................................................................................5
2.5. Test steps ...............................................................................................................................5
2.6. Allocation of inspection and testing of welded joints ..............................................................5
2.7. Content of inspection and testing of welded joints .................................................................6
2.7.1. Inspection of welding design documents ...............................................................................6
2.7.2. Inspections of welding and planning documents before the SOP ..........................................6
2.7.3. Inspections before welding .....................................................................................................7
2.7.4. Inspections during welding .....................................................................................................7
2.7.5. Inspections after welding ........................................................................................................7
2.7.6. Initial sample test ...................................................................................................................7

3. Validity of the inspection and testing of welded joints ....................................................9
3.1. Welding design review ...........................................................................................................9
3.1.1. Design modifications ..............................................................................................................9
3.1.2. Rebuilding ..............................................................................................................................9
3.1.3. Conversion .............................................................................................................................9
3.1.4. Repair .....................................................................................................................................9
3.2. Review of welding and planning documents ..........................................................................9
3.2.1. Interruption of welding production and rebuilding ..................................................................9
3.2.2. Relocation of production ......................................................................................................10
3.2.3. Conversion and repair ..........................................................................................................10
3.3. Initial sample test .................................................................................................................10

4. Subcontracting ...................................................................................................................10

5. Documentation ...................................................................................................................11
5.1. Documentation stipulations ..................................................................................................11
5.2. Approval, change service .....................................................................................................12

6. References ..........................................................................................................................12

7. Appendix .............................................................................................................................13

Vo
ra

ns
ic

ht
 d

es
 R

eg
el

w
er

ke
s


